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Dee Five Shrink Insulation Pvt. Ltd, _ Date:- 19.01 .:'!ﬂl?
Head office Hissar Haryana, Work Plot Ne-91, Date of Receipt:-11.01.2017
HSIIDC Sector-17, Bahadurgarh Haryana Tin No-06781532417  Party Ref No:-Nil
Letter Dt:-11.01.2017
Sample Description:- Sheet
TEST REPORT
S.No. "~ Test Test Method Test Results
1. | Tensile Strength, mpa Guideline of 1SO 37 51.6

2. | Elongation, % Guideline of 1SO 37 23 ,

3. | Density, glce Guideline of SO 1138 : 1.33 ;

4 Hardness, Shore D Guideline of ISO 868 64
Note: - Any Deviation from the Standard Test Method /Specification — Nil
Date of Start of Testing £12.01.2017
Date of completion of testing = 19.01.2017 ;
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